LA SOUAR REFLECTANCE INDEX (SRI)

Tﬂm REFLECTANCE (rsoi)

OUTDOOR PAVING

Product: L’ALTRA PIETRA® Fortezza Biasca Rev: 01/02/2023

Test specimen
Campione

L’ALTRA PIETRA Fortezza Biasca

Test method
Metodo di test

Spectrophotometer
Spettrofotometro

Test result
Risultato del test

SRI =45
€=0,888
rsol = 0,405

Under our responsibility we declare that the declared value is reliable and measured according to the highest
standards available at present with calibrated instruments suitable for the application complying the
standard ASTM E 1980-01.

Sotto la nostra responsabilita dichiariamo che il valore dichiarato e attendibile e misurato secondo i piu alti
standard disponibili allo stato attuale con strumentazioni tarate e idonee all’applicazione secondo lo
standard ASTM E 1980-01.

Ing. Alberto Sottocornola
Quality
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